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PRODUCT BULLETIN BULLETIN NO: J 600J . DRY,ALL ACC~~ORY JOINT COI.I!'OUND DATE: J/28/7) 
PROtuCTS 

.. (POLYMERIC BASE) 
: PAGE: 1 or 2 . . . .. . 

( ' 
. APPROV~: %\l?f PRO!XJCING PIA.'IT CANCELS: J 6003 

( 
./A',flq?-5(' ,:fiAt~ SEA1'TLE DATE: 8/25/69 

' -v -. . .. BUUEriN DEsCRIPTION " 
. . POUNDS GA.LIJ))U 

j -. 
220 Whiting. 49.63 1000 

. 
251 . Mica, WMC P SOF 14.89 300 

. 260. SeriCite, Narvon 19.85 400 . . . . 045. Asbestos 7RF 10 .. 7.44 150 . . . 
166 Hamaoo Zl7 

.. 
2.48 50 -· . 40(" ----330 Polyvinyl AJ.oobol J..98 

... 
164 .. Gl;roxe.l SO% ·~· 8 

.. 
453 Preservative .10 2 .. 

. 245 Thiokener. .50 10 
. . 

441 HC Tala 2.48 50 ('" ~ 

( 
Nopoo l?D 1 

·• 
5 454 .. . .25 

. . . . 
. . . . TOTAL 100.00 2015 

• .. . · 
.. 

. . .. . 

.. 
.. . 

• MANUFACTURING INSTRUCTIONS: . 
. . . . . 

• · . . 
. 

1. See Prooess BUlletin. 3 303. . . . 2 • Mixing time shall ~ 8 minutes minilnum and 12 minutes maximum. . 
.. QUALITY CONIROL": . 

. . 
. TM-1. Visoos:!:ty, 150 gm cylinder Ill. 5 sec 

. 38 - 40 inm . . . 
TM-3 Tape Bond '9.- 10 

. 
TM-6 ~pplication Eque.l to Standard . 

( 
TM-7 Workability . Equal to Standi.-:\ 

TM-35 0.25 Boric Acid Test NO firm gel after 1 min. · . . . . . 

. 
. 

KG2001525 
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PRODUCT EULT..ETIN 
&RY/:ALL /.Cc:::SSORY •. JOil·rt CC.~Jt:D 

BUllETIN NO: J 60:; 
DATE: 3/28/73 PilOWCTS . '(FOLYI!Ui!C BA$) -- . -~-.. ---· . PAGE: 2 of 2 

PBQDUCT f', t:CIFICAT!CNS: 

Test l.'cthod 

'l'M-1 Viseosity 150 gm eylinder @ 5 see 
200 gm to 170 ec water 

'l'IA-111 Viscosity (mixing \'later of 170 ce/ 
200 gm) (Sq T. c., ft 5 R!'M,' Helip~th 

· motor on) 

TM-2 pH (Beckman meter) 
~ 

T¥-3 Tape Bond @ 70°F, 1;0-70% RH 
0 . 

CANCELS: . J 6003 
8/25/69 DAlE: 

38 - 1;0 mm 

150,000 to 325,000 c~ 

a.o to 9.2 

9- 10 

8 .. 9 TM-3 Tape Bond @ 42 F, 50-9()7: RH 
(after recovery at room temperature) 

'l'IA-5 
' 0 Open Time @ 70 F (minutes)· 

TM-9 .Shrinkage (cup method), maximum 

TM-10 Edg~ Cracking @ ll0°F (normal test) 

TM-12 Grit - percent total 

. 
'l'l.{-16 Rate of Wetting (seconds) 

TM-18 Water Resistance( minutes) 

TM-25 Normal Application Consistency, cc 

-

15 minimum 

:.32% 

All passing SO mesh 
screen 0.05% 

30 maximum 

2 m.in:f mu:r. 

82 - 87 
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